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SUMMARY

The results of an experimental investigation of rim cracking
in a welded~blade composite gas~turbine wheel, in two carbon-steel
disks, and in five tool-steel disks are presented.

In order to determine the effectiveness of holes in preventing
crack propagation, l/B-inch and 1/16-1nch-diameter holes were drilled
in the rim of the welded-blade composite gas-turbine wheel. Although
causing the cracks to grow through the holes in the course of sub-
Jecting the wheel to thermal-stress cycles was impoasible, the
effectivenese of the holes in preventing crack growth was difficult
to estimate accurately. The estimation was difficult because a
considerable portion of the stress rellef appeared to be occurring
in a few long cracks, which existed before the holes were drilled
in the rim. Crack growth ocourred during the cooling part of the
thermal-stress cycle.

The influence of hardness and various types of notch on rim
cracking was Investigated by subjecting 13.5-inch-diameter disks +to
thermal-stress cycles. It was lmpossible to cause cracks in the
notched rims of carbon-steel disks with a maximum »im temperature
of 1350° F because of the loss of hardness during the time that the
rims were at the high temperature. In tapered tool-steel disks,
cracks occurred more easily at 80°-V notches in the rim than at
semicircular notches, as anticipated; 1/8-inch-diameter holes in
the rim were more effective than 1/16-inch-diameter holes in stop-
ping crack growth; the greater the hardness, the more easily the

disks cracked.
INTRODUCTION

In the construction of gas-turbine wheels, welding has heen
used to attach bledes to the rim of the wheel. Some of the
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advantages of welding over other methods of attachment are lower
costs and more rapid fabrication; also on the basis of strength,

a welded Joint is a very efficient means of attaching the blades
to the rim of the wheel. The experience of American and British
manufacturers with the welded-blade comstruction has shown that
cracks in the rim of the wheel between blades frequently occur
during operation and these cracks limit the useful life of welded-
blade turbine wheels,

The results of a preliminary investigation of the rim-cracking
problem are reported in reference 1, in which the phenomenon of rim
cracking in turbine wheels with welded blades is explained on the
basis of the occurrence of plastic flow in the rim during starting of
the turbine. It ls stated In reference 1 that under starting con-
ditions, the thermal compression stresses in the rim, resulting
from the large temperature gradlients, exceed the proportional elas-
tic limit of the material and that when the wheel has cooled after
operation, high residual tenslle stresses, which may cause cracking,
result. The beneflcial effects, namely, reduction in crack propa-
gation of axlal holes at a small distance below the outer edge of
the turbine disk or of radlal slots in the rim between blades are
discuesed.

An experimental investigation of some of the factors influencing
rim cracking in gas-turbine disks conducted at the NACA Lewis lab-
oratory is reported herein. The effectiveness of holes in preventing
crack propagation, the influence of hardness and various types of
notch on rim cracking, and the point in the thermal-stress cycle at
which crack growth occurs were investligated.

Turbine wheels with inserted blades were excluded from this
investigation. In reference 1, it is stated that rim cracking is
due to residual tension In the rim. Wheels with Inserted blades
have discontinuous rims and the part of the rim interrupted by the
blade roots camnot sustain tengential tensile loading. The fact
that rim cracking is rarely encountered in inserted blade wheels
seems to confirm these statements. Many of the conditions assocl-
ated with rim cracking in the continuous rim of a welded-blade
turbine wheel can be simulated in & simple disk with a continuons
rim and no blades. The inveastigation of soms of the factors related
to the rim~cracking problems was therefore conducted with simple
disks. The investigations reported herein were conducted using:
(a) welded-blade composite gas-turbine wheel; (b) carbon-steel
diske; and (o) tool-steel disks.



81T

NACA RM E9F16 3

The methods employed In obtalning and evaluating the results
differed considerably for each of the three investigations. The
report hes been divided iInto three sections corresponding to the
three investigaticns.

WELDED-BIADE COMPOSITE GAS-TURBINE WHEEL

The most dlrect approach to the rim-cracking problem is to
conduct experiments on the actual gas-turbine wheel., A high tem-
perature gradient exists in the turbine wheel during the starting
of a turbojet or turbine-propeller engine and plastic flow in com-
pression may occur in the rim. If such plastlc flow occurs, resid-
ual tensilé stresses will be present in the rim after the turbine
wheel has cooled. If rim cracking is the result of high residual
tenslle stresses, the propagatlon of cracks should take place dur-
ing or after the coollng of the turbine wheel. The polnt in the
thermal-stress cycle at which crack growth occurs was Investigated
in the welded-~blade composite gas-turbine wheel. The drlilling of
holes at the ends of cracks has been quite wldely used to prevent
crack propegation. The value of drilled holes in preventing the
growth of rim cracks in & gas-turbine wheel was also Investigated.

Apparatus and Procedure

Turbine wheel and modifications. - The investigation was con-
ducted on a composite-type gas-turbine wheel. The center was SAE 4340
gteel. The z%-inch radial-thickness rim, which wes welded to the
center part of the wheel, was Timken 16-25-6. The blades were welded
+0 the rim. The turbine wheel was one that had been operated in a
turbine-propeller engine until cracks between the blades had pro=-
gressed scme distance into the rim. A photograph of part of the
wheel at the time 1%t was removed from service is presented in fig-
ure 1. The length of the cracks, dimension A (fig. 1), was measured
from the edge of the bevel on the rim at the base of the blades.

At the time the wheel was removed from service, the average length
of all cracks was 0.22 inch.
LY

The downstream side of the wheel, after holes were drilied in
groups of four, with an average spacing of 12 blades between each
group of holes is shown in figure 2. Table I glves the locations
and the hole sizes. The holes were drilled on the radial line
between the bases of two adjacent blades, as shown in figure 3.

The distance, B (fig. 3), from the center of the holes to the bevel
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on the rim at the base of the blades varied from 3/16 inch to

5/16 inch as shown in table I. This distance was constant for each
group of four holes. Holea were drilled at the base of approxi-
mately 25 percent of the blades. Six groups of four holes each or
a total of 24 holes were 1/16 inch in diameter and six groups of
four holes each were 1/8 inch in dlameter.

Most of the cracks were somewhat shorter than the average of
0.22 Inch, but a few cracks were much longer than 0.22 Inch; con-
sequently, when the holea were drillled, five of the long cracks
extended beyond the holes. In the case of the other holes, the
cracks did not appear to reach ocne-third of the holes and approxi-
mately two-thirds of the holes were drilled in such a manner that
the cracks appeared to stop within the holes. The length of the
cracks varled between the upstream and downstream sldes of the
wheel. The relative positions of the cracks before the runs with
respect to the holes are shown by the first row of table II
(number of thermal stress cycles, O).

Measurements., - Crack gages were Installed on the downstream
side of the wheel, as shown 1n figure 2. The crack gages were
gimilar to those described in reference 2. The crack gages con-
sisted of a 0.00l-inch-diameter Nichrome wire. About 1/2 inch of
the wire was cemented tc the wheel with ceramic cement. The wire
was mounted perpendicular to the crack and at the end of the crack,
or at a ghort distance beyond the end of the crack; when the crack
propagated to the wire, the wire broke. A light dulb of the "grain
of wheat"” type was used in series with each gage to indicate the
time at which 1t broke.

Crack lengths were measured at a magnification of approximately
X4 wlth a cathetometer after every five or ten cycles of Inductiom
heating. Readings were accurate to about 0.4 millimeter. A small
part of the crack-length data, reported for the early part of the
progream, wes obtained by measuremente from photographs in which the
magnification was approximately X3,

Temperatures were measured with chramel-alumel thermocouples,
which had been spot-welded to the downstream slde of the wheel, as
shown in figure 2. A multiple~point recording potenticmeter was
used to obtain the temperature distribution.

Setup end method of investigation. -~ The turbine wheel was
subjected to oycles of thermal stress by induction heating. The
equipment used is shown 1n figure 4., The power at a frequency of
approximately 10,000 cycles per second was supplied by a 1S5-kilowatt
induction~heating machine. The rim of the wheel at the base of the
blades was heated by a pair of three-turn pancake~type inductor coiis.
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One coll was on the upstream side of the wheel and ome coill, which
can be seen In figure 4, was on the downstream side of the wheel.
The turbine wheel was elowly rotated in the colls to obtain uniform
heating along the circumference of the wheel; a temperature gradient
existed in the radial direction of the wheel. The thermocouple

lead wires and the crack-gege lead wires were allowed to twist.
glowly in one direction and then in the other direction. The marxi-
mum rotation of the wheel was approximately 2 revolutions in each
direction.

The 'bherma.l-s'bress cycle consisted In heating the rim of the
turbine wheel to 1150° ¥ in approximately 25 to 30 minutes and then
cooling the wheel by means of fans on both sides of the wheel. The
temperature distribution during heating is showmn in figure S and
the temperature distribution during cooling is shown in figure 6.
The rim of the wheel cooled very rapidly during the early part of
the coolling cycle. After 1/2 hour of cooli.ng, the maximum tem-
perature in the wheel was approzima:bely 220° F and the minimum
temperature was approximately 170° F. The minimum cooling time was
1 hour, after which the temperature in the wheel was 100° to 150° F.
During the process of heating, the edges of the holes and the
cracks became red a few seconds befcre the main part of the rim,
but this dlfference was not belleved to be & serious effect.

Results and Discussion

Cause of crack h, - The part of the thermal-stress cycle
during which the grew was determined by the orack gages.
The indicator llights went out during the cooling part of the cycle
indicating breaking of the crack-gage wire. Most of the gages
faliled In the period from 3 to 10 minutes after the induction-
heating power was shut off. After a gage falled in the cooling
part of the cycle, the gage would cause the indicator buldb to
light again during the heating part cf the c¢cycle for a number of
cycles following fallure.

These results indlcated that crack growth occurs during the
cooling part of the cycle, becaunse of the tengentlal tensile
stresses., At no time during the cooling pert of the cycle dld the
rim become- appreciably cooler than the hub; consequently, any
tensile stresses resulting from temperature gredlents in the wheel
during the cooling part of the cycle were negligible. The tensile
stresses during cooling seem to be a result of plastic flow In
compression that occurred during the heating part of the cycle.
The fact that the broken crack-gage wires made ocontact agaln on
reheating the wheel indicates that the cracks closed up because of
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compressive streases during heating. These results therefore exper-
imentally verify those of reference 1 in regard to the basic cause -
of the rim-cracking problem. .

1148

Rate of crack growth. - The results of the measurements of
crack length are presented in table III. The cracks shorter than
0.22 inch seem to have grown very little or none during the rums.
One reason for the apparent negative growth of the short oracks
was that when the length of a crack exceeded 0.22 inch, it was not
reported In this group. The cmission of the longer cracks may
decrease the average crack length for the remaining cracks in the
group. The inasccuracies in orack measurements mey also have con-
tributed to the apparent negative growth. In general, the long
cracks grew much more rapldly then the short cracks. The manner
in which the long cracks grew is shown in figure 7. The rate of
growth for the long cracks increased as the length of the cracks
increased. This Increase seemed to indicate that as the testing
progressed the portion of stress relief occurring in the long
cracks became larger. .

Effectiveness of holes in stopping crack growth. - The growth
of the cracks at the locations where holes were drilled is shown -
in table II. Seven cracke progressed to the holes during the runs,
but it was impossible to cause these cracks to progress beyond the
holes. After 30 thermal-stress cycles, four cracks appear to have
gone from the hcles to the regiom beyond the holes. Migure 7 shows
that for a given crack there ls some variation between the upstream-
slde and downstream-side crack length. The crack length in the
interior of the rim, between the two outside surfaces, may have
been different from the crack length messured on either surface.
Probably the four cracks that appear to have gone from the holes %o
the reglon beyond the holes actually extended beyond the holes in
the interior of the rim at the time the holes were drilled. If
any part of a crack actually extended beyond the hole at the time
the hole was drilled, the hole naturally would not be effective in
stopping crack growth.

The problem of oracks extending beyond the holes before these
runs were started could have been avolded by drilling the holes at
a greater distance from the edge of the rim; but this procedure was
undesirable, because Iin a turbine wheel tc be operated in an engine
drilling the holes near the outer edge of the rim would be necessary
to avold excesslvely weakening the rin.

The rapid growth of the long oracks and the very small growth -
of the short cracks seem to indicate that a considerable portion of

the relief of stresses resulting from cracking was taking place 1n
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the long cracks. These factors make the satisfactory evaluation of
the crack-stopping effectiveness of the holes difficult. Observa-
tlions of the individual cracks showed that the cracks not reaching
the hole locationg at the time the holes were drilled did not
propagate beyond the holes. A more accurate determination of the
effectiveness of holea in stopplng orack propagation could be made
1f holes were drilled In the rim between every blade before cracks
developed. .

CARBON=-STEEL DISKS

In thermal-stresa runs of the type used in the preceeding
investigation, the blades on & turblne wheel act similar to a series
of notches along the rim. In order to investigate the influence of
various types of notch on rim cracking, 13.5-lnch-dianmeter disks
were subjected to cycles of thermal stress.

Apparatus and Procedure

The disks were made of SAE 1045 steel and hardened to Rockwell
C bhardnesses of 28 to 30. The dimensions of the dlisks are shown in
figure 8. A flat dilsk is shown In figure 8(a) and a tapered disk is
shown in figure 8(b).

The edquipment used to produce thermel-stress cycles and the
equipment used to record temperatures are shown in figure 9. A
15-kilowatt induction-heeting machine was used to heat the dlsks.
A five-turn inductor coll heated the rim of the disk. After a few
runs, the sllp rings were not used. The dlsk waa rotated 1 or
2 revolutions in one direction and then the direction of rotation
wasg reversed. The thermocouple leads were allowed to twist as the
disk rotated.

The rims of these disks were heated to a temperature of 1350° F
in about 3 to 4 minutes and then cooled with Jets of alr on both
sides of the disk., The temperature distributions during a thermal-
stress cycle are shown in figure 10, The temperature of 1350° F
represented the maximnm rim temperature that was cbtalned in the
cycle runs for each disk. The early thermal-stress cycles on each
disk were carried out at lower maximum rim temperatures In order to
establish the minimum temperature gradlent required to cause rim
cracking. PFigure 11 shows the temperature distribution during the
cooling part of a thermal-stress cycle. The coollng part of the
eycle required from 3 to S minutes and was rapid at the rim during
the early part of cooling. After the disk reached a temperature of
100° to 125° F a new thermal-stress cycle was started.
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Results and Discuassion

It was impossible to produce cracking at the notches in the
rim under the previously described conditions. The flat disk was
subJected to approximately 200 thermal-stress cycles and the
tapered diek was subjected to approximately 20 cycles in which the
maximum rim temperature was 1350° F. The oonditione of the disks
after the runs are shown in figures 12 and 13. The dark areas at
the bottoms of the notches were brought out by removing the scale
with.a plece of emery cloth, which was supported by a flat plece
of steel. These areas were depressions somewhat below the surface
of the disks. The center parts were the regions of greatest depres-
slon in the derk areas. The areas at the bottams of the notches
resenbled plastic-flow figures or Liders' lines.

Hardness surveys taken after the runs were completed showed
that the hardness at the edge of the rim was approximately Rockwell
C-10. On the tapered disk, which had been subjected to only
20 thermal-stresa cycles at 1350° F, the reduction in hardness

started approximately 1%'- inches from the edge of the dlsk. In %the

cage of a flat disk, which had been subjJected to approximately

200 cycles at 1350° F, the reduction in hardness started approxi-
mately 3 inches from the edge of the disk. After a few cycles of
heating, the rims of the 4lsks loat thelr hardness and plastic flow
occurred at the bottom of the notches. A possible factor contrib-
uting to the absence of cracking was that the maximum temperature of
1350° F at the rim was high enough to allow & considerable amount of
stress relief in carbon steel during the time at which the rim

was at that temperature.

TOOL-STEEL - DISKS

The work ocn tool steel was a continuation of the investigation
of the 1nfluence of various types of notch on rim cracking, and in
addition, the effectiveness of holes in preventing orack growth and
the effect of hardness on rim cracking were investlgated. Because
it was lmpossible to produce cracks in carbon-steel disks on
account of the loss of hardness during the heatlng cycle, disks
made from a tool steel that would me=intain ite hardness at the
temperatures reached at the rim were used.
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Apparatus and Procedure

The disks used In these experiments were a molybdeaun high-
speed tool steel, which is sometimes referred to as "a red-hard
tool steel.” The naminal chemical composition on a percentage
baslis was:

c ¥ Mo Or ¥ Fe
0.8 1.5 8 4 1l Balance

Filve 13.5-inch-dlameter tapered disks were used. The disks,
each of uniform hardness, had Rockwell C hardnesses of 11, 38, 46,
60, and 65. The dimenalons of the disks are shown in figure 14.
The experimental equipment was the same as that used for the .
carbon-steel disks. (See fig. 9.)

The experimental program conslsted of the following procedures:

. (&) Ten cycles with a maximum rim temperature of 800° F were
ran, except for the dlsk with a Rockwell C hardness of 65.

(b) The maximum rim temperature was iIncreased in 25° F incre-
ments and .10.cycles were run at each Increment.

Bach thermal-stress cycle was simlilar to that described in the
preceding section. The temperature distributione were similar to
those shown In figures 10 and 11l.

Results and Discussion

Qccurrence of cracks. - With one exceptlon, the first crack
occurred between the 600-V notch and the 1/16-inch-diemeter hole.
The relation hetween the holes and the notches is shown in fig-
ure 14. In most cases, withln a few cycles after the flrst crack
occurred and at the same temperature gradlient, oracks occurred at
the remaining V notches irrespective of the presence of holes.

With two exceptions, no oracks occurred between the semliclircular
notches and the holes. In the case of the V notches without holes,
the cracks generally grew about 1 inch during the cycle in which
they ocourred. This initlael growth seemed to occour in a very short
time or instantaneously. During the cycle &t which the crack passed
through the hole, the crack length increased sbout 1/4 inch., The
crack lengths increased very slowly after the cycle during which
they occurred. The preceding statements about rates of crack growth
apply to all of the dlsks except the one with low hardness

(Rockwell C-11). The oracks in the low-hardmness disk progressed
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only & very short distance during the cycle in which they occurred.
The appearance of cracks in the hard disks 1s shown in figure 15.
A typical crack in the disk with low hardness 1s shown in figure 16.

Three oracks developed at the same temperature in the Rockwell
C-65 disk. This disk was the first tool-steel disk to be investigated
and too high a temperature was chosen for the initial heating cycle.
Scme operating difficuities were also encountered in the first cycle
and the rim temperature may heve momentarily beemn sllightly higher
than that measured by the recorder.

Effectiveness of holes. - The temperatures at which first cases
of the several cracking phenomena occurred in the various dlsks are
shown In figure 17, One polnt on each of the three curves was
obtalned from each disk. The hardness of . the disks 1s indicated by
the abscissa. The Increase in temperature, above that producing
cracks, required to cause the crack to progress through a 1/16-inch
hole indiceates the effectiveness of such a hole in preventing crack
growth. The same statement may be made for the 1/8-inch holes, -
which were more effective than the 1/16-1nch-diamster holes in pre-
venting crack growth.

The cracke that had occurred at the bottom of the notches
without holes were &bout 1 inch long, however, and the probability
that these cracks were contributing considerably to the rellef of
rim stresses should not be overlooked. The presence of the 1l-inch
cracks probably required somewhait higher temperatures to force the
cracks through holea than would have been required ln their absence.
The drilled holes were rather effective in stopping crack growth,
but propagation of the oracks beyond the holes by increasing the
maximun temperatures at the rim was possible. The relative effec-
tiveness of the holes was evaluated by increasing the maximum rim
temperature until the cracks were forced through the holes; the
progression of the cracks through the holes in these runs does not
mean that the holes were of no value.

Influence of hardness and other factors on rim cracking. - The
dieks of materials with Rockwell C hardnesses of 38 and 46 had low
cracking temperatures as shown in figure 17. For this range of
hardness, according to references 3 and 4, tool steela of this type
have low toughness and impact strength. The toughness end the
impact strength are higher for disks that are harder or softer than
thogse disks in the Rockwell C hardness range from 38 to 46, The
loss of toughness or impact strength seems to have been the signif-
icant factor in causing the low cracking temperatures for disks
with Rockwell C hardnesses of 38 and 46, In general, from figure 17,
reducing the hardness of the disk evidently increases reslstance

to cracking.
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Hardness surveys of the tool-steel disks, after inductlion-
heating runs, showed no change in hardness and no variation in
hardness from the center to the rim.

The tool-steel disk with a hardness of Rockwell C-11 had about
the same hardness as that measured in the rims of the carbon-steel
disks after testing. Cracks were produced in tool-steel disks,
whereas no cracks were produced in carbon-steel disks. Carbon
steel of this hardness has high ductility. A reductiocn in area of
56 percent for SAE 1045 steel of thls hardness is reported in
reference 5. The reduction in area of tool steels of thls type
and hardness is stated to be around 20 percent in reference 6.

The lower ductility of the tool gteel was & factor of considerable
importance in causing rim cracking. Tool steel requires higher
temperatures for stress relief and for softening (references 4, 6,
and 7), end this requirement may also account for paxrt of the
difference in rim cracking.

SUMMARY OF RESULTS

The following results were obtalned from an experimental inves-
tigation of rim cracking in a welded-blade composite gas-turbine
wheel, in carbon-steel dlsks, and in tool-steel digks:

Welded-Blade Composite Gas-Turbine Wheel

The composite gas-turbine wheel hed & low-alloy SAE steel center,
a heet-resisting alloy rim, and welded blades. The wheel had devel-
oped cracks in the rim during operation in an engine before
1/8-inch end 1/16-inch-diameter holes were drilled in the rim at
the base of approximately 25 percent of the bledes in order to
evaluate the effectiveness of such holes in preventing crack growth.

The crackes did not grow through the holes during thermal-stress
cycles to which the wheel was subjected by inductlion heating. A
maximum rim tempereture of 11500 F was reached. A few rather long
cracks were present, which grew rapidly during the run, indicating
that & oconsidersble portion of the stress relief was occurring in
the long cracks. The presence of these long cracks, which extended
in the radisl directiom into the rim beyond the holes, made acocu-
rate evaluation of the effectiveness of the holes difficult. Meas-
urements, which were made wlth electric crack gages, indicated that
crack growth occurred during the cooling pert of the thermal-stress
cycle. This ocourrence is in agreement with theoreticel comslder-
ations, which indicate that high temsile stresses exist during the
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cooling part of the thermal-stress cycle as a result of the plastic
flow 1n compression, which ocours during the heating part of the -
cycle.,

144

Carbon-Steel Digks

Two 13.5-Inch-dlameter SAE 1045 steel disks were subjeoted to
thermal-stress cycles produced by Induction heating. It was impos~
8ible to cause cracks to ocour &t notches in the rim as a result of
thermal-stress cycles in which the rim was heated to 1350° F in
3 to 4 minutes. Plagtic-flow figures were produced at the bottom
of the notches. The hardness of the disks before the runs wes
Rockwell C-28 to C-30 and after the runs the hardmess of the rim
was Rockwell C~10. After & few cycles, the loss of hardness per-
mitted plastic flow to occur.

Tool=-Stesel Digka -

Five 13.5-inch-dlameter tapered, molybdenum, high-speed tool-
steel disks were subJjected to thermal-stress cycles by induction .
heating. During the first part of the experiment, the dieks were
subjected to a maximum rim temperature of 800° F. The rim tem-
perature was increased in 25° F increments, and 10 thermal-stress
cycles were run at each increment. Semloircular notches in the rim
were more effective than 60°-V notches in resisting cracking, which
was to be expected. Holes of 1/8-inch diameter in the rim were
found to be more effective In stopping crack growth than l/lG-inch-
diameter holes. The dlsks, each of uniform hardness, covered
the range of Rockwell C herdnesses from 11 to 65. The higher
the herdness, the lower was the temperature gradient required to
produce cracking; nco reduction of hardness occurred as a result of
experimenting. It was possible to obtain cracking in the rim of
the tool-steel disk of Rockwell C-1l, whereas no crackling was
obtained in SAE 1045 disks, which had about the same rim hardness
after investigating. At Rockwell C hardness of 11, the carbon-
steel (SAE 1045) had a& higher ductility than the tool steel and
this difference was a factor of considerable importance in
accounting for the cracking.

Lewls Flight Propulsion Laboratory,
National Advisory Conmlittee for Aercmautics,
Cleveland, Ohlo. .
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TABLE I - DRILLED-HOLE LOCATIONS IN GAS-TURBINE WHEEL

8pimension B in figure 3.

Creck | Distance Hole Crack |Distance Hole
from base | dlameter from bage |dlameter
of blade (in.) of blade (in.)

( in . ) (111 - )
(a) (a)

195 1/4 1/16 99 1/4 1/16
1 1/4 1/16 100 1/4 1/16
2 1/4 1/16 113 3/16 1/8
3 1/4 1/16 114 3/16 1/8

1e 3/18 1/8 115 3/16 1/8

17 3/16 1/8 116 3/16 1/8

18 3/16 1/8 129 3/16 1/16
19 3/16 1/8 130 3/16 1/16
31 3/16 1/16 131 3/16 1/16
32 3/16 1/16 132 3/16 1/16
33 3/16 1/16 146 1/4 1/8

34 3/16 1/16 147 1/4 1/8

48 1/4 1/8 148 1/4 1/8

49 1/4 1/8 149 1/4 1/8

50 1/4 1/8

51 1/4 1/8 162 5/16 1/16
65 5/16 1/16 163 5/16 1/16
66 5/16 1/16 164 5/16 1/16
67 5/16 1/16 165 5/16 1/16
68 5/16 1/16 178 5/16 1/8

81 5/18 1/8 179 5/16 1/8

82 5/16 1/8 180 5/16 1/8

83 5/1e 1/8 181 5/16 1/8

84 5/16 1/8

97 1/4 1/16

98 1/4 1/16
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TABLE JI - PROPAGATION OF CRACKS NEAR HOLES IN GAS-TURBINE WHEEL

Number of Number of oracks
thermal- Not reach~- | Stopping |Prcpa- |Extending | Propa-
stress ing holes |at heles |gated beyond | gated
cycles to holes beyond
holes holes
during during
run run
0 16 27 - S -
S 11 29 S 8 3
15 9 31 2 8 o]
20 9 31 o 8 0]
30 g 30 (o} 9 1
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TABLE III - GAS-TURBINE-WHEEL CRACK LENGTHS

(AVERAGE UPSTREAM AND DOWNSTREAM LENGTH)

Run (a) 1 2 3 4

Number of cycles per run 0 8 10 S 10

Total number of cycles o 5 15 20 30

Average length of cracks, (1n ) [ 0.22 | 0.21 | 0.22 |0.22 |0.24

Total number of cracks 195 192 195 193 194
measured

Average length of cracks Q.19 0.17 0.17 0.186 0.17

SV S Nk o o ot

shorter tha.n 0.22 inch, (in.)
Number of cracks shorter 134 130 130 129 131
than 0.22 inch .

Average length of oracks 0.57 | 0.64 | 0.7 |1.02
longer than 0.50 inch, (in.)
Number of cracks longer o 1 4 6 9

than 0.50 inch

a"Wheel ag received . .EE:
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0o |

Figure 1. - Turbine wheel at time it was removed from turbine-propeller engine.
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Figure 2., - Holes, thermoccuples, and crack gages on downstreamn side of gas-turblne wheel,
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Figure 3. - Hole locatlions in gas-turbine wheel rinm,
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Figure 4. - Setup for investigation of turbine vheel.
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Pigure 5. - Temperature diatribution In gas-turbine wheel during Leating.
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Flgure 6. = Temperature distribution in gas-turbine wheel during cooling.
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Figure 7. - Growth of long cracks in gas-turbine wheel,
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Figure 9. - Setup for investigation of 15.5-Iinch-diameter disks.
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Figure 10. = Temperasture distribution in 13.5-inch-diameter disks
during heating.
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Figure 1l. - Temperature distribution in 13.5-inch-diameter disks
during cooling. Power on 4.4 minutes before cooling.
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Figure 12, - Condition of SAR 1045 13.5-inch-diameter disk after rums.
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Figure 15.
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- Plastic flow at notch in SAR 1045 13.5-inch-dismeter disk.
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Figure 15. = Radial crack in 13.5-inch-diameter tool-steel disk.
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Hardness, Rookwell C-60.
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Figure 16. - Crack in 13.5-inch-dlameter tool-steel digk. Hardness, Rockwell C-11.
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Figure 17. - Cracking temperatures in 13.5-inch-dfameter tool-ateel disks.
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